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• APPROVALS: ~ i_\\Y PRODUCING PLANT CANCELS: J 6003 

(AJ,/( -;{:f) 1,11dJ\'11' SEATTLE DATE: 8/25/69 

BULL.."'l:HI ~ v 
DESCRIPTION f, POUNDS G..!.LLO~: 

220 v.mtir.g 49.63 1000 /10 ~ 

251 Mica, WMC P 80F 14.89 300 

260 Sericite, Narvon 19.85 400 

. 
045 Asbestos 7RF 10 7.44 150 (00 

166 He.maco 717 2.48 50 

330 Pozyvinyl Alcobol .1.98 40 

164 Gl,yoxal 80% .40 8 

453 Pre~ervative .10 2 

245 Thickener .50 10 

441 HC Talc 2.48 50 t 

• 454 !lopco PD 1 .25 5 

TOTAL 100.00 2015 

.. 

WANlJFACT'.RING INSTR'!CTIONS: 

1. See Process Bulletin J 303. 
2. Mixing tii:le shall be 8 minutes mini:num and 12 minutes JOaximu;n. 

QUALITY COI!TROL: 

TI~-1 · Viscosity, 150 gm cylL~der @ 5 sec 38 - 1,0 ~:n 

TM-3 Tape Bond 9 - lO 

Tt~-6 Application 

T!.!-7 Worke.bilit:.r Equal to St:.n:2:...:-i 

• 1'!.!-:35 0.2~ Coric Acid Test No fir;:1 gel <:..ftel' 2._ ~.i:". 
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D:\:",•.' A.LL ;.cc:.:E.SORY JOii~T CC/.FC::H:D 

( PCILYJ.!LiliC oASE) PnOWC7S 

SEA TILE 

J 'I 

PRODUCT S. FCIFIG.'.TICNS: 

Tlf.-1 

Tll-lA 

Viscosity 150 gm cylinder @ 5 sec 
2CD gm to 170 cc water 

Viscosity (r:Jixir.g water of 170 cc/ 
200 gL'l) (Sq l'.C., @ 5 RP.f., Helipath 
motor on) 

pH (Beckmen meter) 

0 Tape Bond @ 70 F, 40-70~ R~ 
0 
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CANCELS: 
DATE: 

J 600} 
8/25/69 

38- 40 m 

150,000 to 32o,OCO cps 

6.0 to 9.2 

9 - 10 

8 - 9 Tape IJond ? 42 F, 50-9G% RH 
(after recovery at r'Jcm tcr:rpero.ture) 

Shrinkoge (cup roethod), maximum 

Edga Cracking @ ll0°F (non:-.al test) 

Grit - percent total 

Rate of \'letting (secondo) 

Normal Application Consistency, cc 

15 mino:::JJo 

32% 

Nor.e 

All pRssinc e'J :-.~::.; 
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